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NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU HSIEN 303, TAIWAN

MRS Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
Siﬁl&?ﬁ (Sample Submitted By) : EHFALHE WG L2 @ (VIKING TECH CORPORATION)

% #-(Sample Description) : THIN FILM ARRAY CHIP RESISTOR

Jf?\ A 85 (Style/Item No. ) . TFAN SERIES
Jz i p #p (Sample Receiving Date) . 2018/02/21
B2 H B (Testing Period) . 2018702721 TO 2018/03/01

B2 £ (Test Requested) :
(1) #3%E = 4p %> $FRollS 2011/65/EU Annex 112 H 23745 4 (EU) 2015/863i144% ~ & ~ & ~ = §i4& ~ J M ¥ ~ 5 8m %
g, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample(s).)

(2) 2w plEAE P LT - F . (Please refer to next pages for the other item(s).)

PR % % (Test Results) # 4R T - F (Please refer to following pages).
X3 (Conclusion) (1) g 2tk B4~ 45 &~ = ®4s ~ 5B ¥ 5 %m ¥ pe, DBP, BBP, DEHP, DIBP:

Bl % 15 £ RoliS4p 4 F(EU) 2015/8632 *Lie & 4. (Based on the performed tests on
submitted sample(s), the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs,
DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending Directive (EU)
2015/863. )
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P2 % (Test Results)

B2 R = (PART NAME)No. 1 :  THIN FILM ARRAY CHIP RESISTOR
SE 18 P 25
#3255 B ¥ 3 ok TR ety |
(Test Items) (Unit) (Method) (MDL) o1 (Limit)
4 / Cadmium (Cd) mg/kg |4+ IEC 62321-5 (2013) » Mg &f8 & T 2 n. d. 100

o st kg kg Rl / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.

4~ / Lead (Pb) mg/kg | %% IEC 62321-5 (2013) » ™ g R & = 2 136 1000
Bom sk kg nl. / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.

A / Mercury (Hg) mg/kg | %% IEC 62321-4 (2013) » Mg 482 7 2 n.d. 1000
Rom sk kg Rl / Vith
reference to IEC 62321-4 (2013) and
performed by ICP-AES.

+ % 4% / Hexavalent Chromium Cr(VI) | mg/kg |4+ IEC 62321-7-2 (2017) » v UV-VISt& 8 n. d. 1000
(&) B %% IEC 62321-5 (2013) » 12 ICP-

AES#:ip]. / With reference to IEC
62321-7-2 (2017) and performed by
UV-VIS. ; With reference to IEC
62321-5 (2013) and performed by ICP-
AES.

4 / Antimony (Sb) mg/kg |4+ US EPA 3052 (1996) » ™ g 8 & 7 2 n.d. -
o s kg kigRl. / Vith
reference to US EPA 3052 (1996)
Analysis was performed by I[CP-AES.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at . Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan /§t i TR gL A £ B TR 265
1+886 (02)2299 3939 +886 (02)2299 3237 www.sgs.tw

Member of the SGS Group



SGS

iR 4R 2
Test Report

SR L I LA 00O O A
VIKING TECH CORPORATION

FrOBAP T RETA L L R GRAE AT

NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU HSIEN 303, TAIWAN

575 (No. ) : CE/2018/24622  p # (Date) : 2018/03/01 ¥ #(Page): 3 of 13

SEEE: ¥ M TEAM | | e
(Test Items) (Unit) (Method) (MDL) o1 (Limit)

% 4.8 ¥ 24 / Sum of PBBs mg/kg - n. d. 1000
- %7 % / Monobromobipheny]l mg/kg 5 n. d. -
= 4%% / Dibromobiphenyl mg/kg 5 n. d. -
= 5% % / Tribromobiphenyl mg/kg 5 n. d. -
z 4.5 ¥ / Tetrabromobiphenyl mg/kg 5 n. d. -
I /5% % / Pentabromobiphenyl mg/kg 5 n. d. -
+ %9 % / Hexabromobiphenyl mg/kg 5 n. d. -
= 4.5 ¥ / Heptabromobiphenyl mg/kg 5 n. d. -
A 8.9 % / Octabromobiphenyl mg/kg 5 n. d. -
1 %% % / Nonabromobiphenyl mg/kg | %4 [EC 62321-6 (2015) » r2 4 0k 45/ 5 n.d. -
- %% % / Decabromobiphenyl mg/kg | % ¥ k& rl. / With reference to IEC 5 n. d. -
% 5.9 ¥ %4 / Sum of PBDEs mg/kg [62321-6 (2015) and performed by - n. d. 1000
- %7 ¥ p / Monobromodiphenyl ether mg/kg [GC/MS. 5 n. d.
= 4% e/ Dibromodiphenyl ether mg/kg 5 n. d. -
= 5.5 % it / Tribromodiphenyl ether mg/kg 5 n. d. -
z 5.7 ¥ @ / Tetrabromodiphenyl ether mg/kg 5 n. d. -
I 4.5 ¥ @ / Pentabromodiphenyl ether mg/kg 5 n. d. -
- 4.9 ¥ i / Hexabromodiphenyl ether mg/kg 5 n. d. -
= 47 ¥ @ / Heptabromodiphenyl ether mg/kg 5 n. d. -
A 89 % e/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 %% ¥ @ / Nonabromodiphenyl ether mg/kg 5 n. d. -
+ %5 ¥ p / Decabromodiphenyl ether mg/kg 5 n. d. -
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p 2 (Date) : 2018/03/01

T #c(Page): 4 of 13

SEEE: ¥ M TEAM | | e
. N IE . .
(Test Items) (Unit) (Method) (MDL) o1 (Limit)
AFZRPEET F Y Ay / BBP (Butyl mg/kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-T7)
ARF - R pEEs 7 fig / DBP (Dibutyl mg/kg 50 n. d. 1000
phthalate) (CAS No.: 84-74-2)
¥ -9 (2-v g A)f; / DEHP mg/kg 50 n. d. 1000
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7)
2 & — VS 9 £
WF- 9 fas B i / DIBP (Di-isobutyl | mg/kg | 2.7 EC 623218 Q01T) » i 4p 7k T, n.d, 1000
phthalate) (CAS No.: 84-69-5) /¥ &gl / With reference to IEC
T M- A/ DIDP (DL K 62321-8 (2017). Analysis was =0 1 -
I el ! Mg/ K& lnerformed by GC/MS. n.
isodecyl phthalate) (CAS No.: 26761-
40-0; 68515-49-1)
E- "= BIpAy / DINP (Di- mg/kg 50 n. d. -
isononyl phthalate) (CAS No.: 28553-
12-0; 68515-48-0)
MFZ PP %Ay / DNOP (Di-n- mg/kg 50 n. d. -
octyl phthalate) (CAS No.: 117-84-0)
2 kTR Z R E ey 2 RAFEN R4S | mg/kg | %% IEC 62321 (2008) v f Ap K AT/ F 5 n.d. -
/ Hexabromocyclododecane (HBCDD) and # &k #. / With reference to IEC
all major diastereoisomers identified 62321 (2008). Analysis was performed
(a- HBCDD, - HBCDD, 7 - HBCDD) (CAS by GC/MS.
No. : 25637-99-4 and 3194-55-6 (134237-
51-T, 134237-50-6, 134237-52-8))
* 4 F %A f / Perfluorooctane mg/kg | %% US EPA 3550C (2007) » 14 4p & 45/ 10 n. d. -
sulfonates (PFOS-Acid, Metal Salt, 7 g R, / With reference to US
Amide) EPA 3550C (2007). Analysis was
24 % / PROA (CAS No.: 335-67-1) | mg/kg |performed by LC/NS. 10 n.d. -
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XS ¥ o I :ﬁi@ @iiﬂ i

(Test Items) (Unit) (Method) (MDL) o1 (Limit)
#% / Halogen
#% (4 ) / Halogen-Fluorine (F) mg/kg 50 n.d. -
(CAS No. : 14762-94-8)
#% (&%) / Halogen-Chlorine (Cl) mg/kg | %+ BS EN 14582 (2016) » 37 & 45 ik 50 n. d. -
(CAS No. : 22537-15-1) 4‘%%. / With reference to BS EN
#% (/%) / Halogen-Bromine (Br) mg/kg [14582 (2016). Analysis was performed 50 n.d. -
(CAS No. : 10097-32-2) by IC.
#% (%) / Halogen-lodine (1) (CAS | mg/kg 50 n.d. -
No. : 14362-44-8)

# 3x(Note) :

1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. n.d. = Not Detected (& 1)

3. MDL = Method Detection Limit (= j* i ;p[4&*2iE )
4, "-" = Not Regulated (&% &)

5. (@)

FhG R WAL S RHEE > Bl ML Snd o RE RIS B4

The result of Cr(VI) is "n.d." as the result of Chromium (Cr) is less than the MDL of Cr(VI), and
confirmation test of Cr(VI) is not required.

FRIEANW S BEE2Z P F PR UE - FE BALRIRE -

If the Chromlum (Cr) content is not less than the MDL of Cr(VI), confirmation test of Cr(VI) is required.

PFOS %% 3 i (Reference Information) : # A {3 #7344 POPs - (EU) 757/2010
PFOSE & L_a‘f' Fagd 294280, 001%(10ppm) » &2 & &~ & J 8 F 302 P 7 742:80. 1%(1000ppm) » & 56 52 K
Hatd 2 FAzElng/m? e

(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished
products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials above
lug/m?. )
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VIKING TECH CORPORATION
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¥ & K428 /Analytical flow chart of Heavy Metal

g T O AR R o R R 2B (2 HARIES "$ )

These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded)
B R4 R 03 &3/ Technician : JR Wang
B pIEE § 4 1 5kFc® [ Supervisor: Troy Chang

| 4~ 4% # 5 / Cutting ~ Preparation |

v

| #l#Hk &€ £ / Sample Measurement |

4 Pb/4¢ Cd/& Hg/é Cr = 4 Cr(VI)
v + +
TR fRRIT B RGERIE -
Acid digestion with microwave / hotplate | #-4 k / Non-metal | & | Metal
v ABS/PC/PVC | ## ##/Others !
# /& / Filtration * + # -k 373~ | Boiling
Zrdaml 4 150~160°C ™ water extraction
| Dissolving by i} i+ / Digesting +
* + ultrasonication at 150~160C RS
'Y i Sk ; AR Btk &
7 i% [ Solution A 7% | Residue + + Cool, filter
v H60°CiE T4 Bkl digestate through
eas s Fai Separating to get filter
1) d&% iz [ Akali fusion Digesting at 60°C aqueous phase
2) FBp&i3 f2 [ HCl to dissolve by ultrasonication *
I | be S BB

l v Add diphenyl-

v 2 # pH/ pH adjustment carbazide for color
B A8 & TR+ 5 5% & [ ICP-AES 3 development

4o 4 W B¢ [ Add diphenyl- +

carbazide for color development 1 UV-VIS » & Btk

* &% % 540 nm

- g1 42 & | Measure

1 UV-VIS » & Bl 5% % % 540 nm the absorbance at

sk e & | Measure the absorbance 540 nm by UV-VIS

at 540 nm by UV-VIS
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3008 %/ 5 .8 T R4 #5428 / Analytical flow chart - PBB/PBDE

p 2 (Date) : 2018/03/01

B Rl A p%eF [ Technician: Yaling Tu
B R34 %Rkc® [ Supervisor: Troy Chang

4 =% ipl3#42 /4 | First testing process ——»
E# M E®RAR [ Optional screen process smasnmn:
FE3ufe A [ Confirmation process = « = «p

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

Sample / # &

v

Sample pretreatment / 4 & B

Screen analysis / 4= & & 17

v

Sample extraction 1 5 % 2~/
Soxhlet method % ;% 552

|
v

Concentrate/Dilute Extracted solution
¥k kR
T

v

Filter | 353 ik

1
v

GCIMS | # 4p & 1% 3
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5.7 (No. ) : CE/2018/24622 p 2 (Date) : 2018/03/01

v ¥ A 4 477428 / Analytical flow chart - Phthalate

B Pzt B thsp [ Technician: Andy Hsu
B REff 4 ¢ %@ [ Supervisor : Troy Chang

[irl3 i# [Test method: IEC 62321-8]

G- LA
Sample pretreatment/separation

!

B! THRE 2 & ek 3 f2 5 5~ /
Sample dissolved/extracted by THF

!

eI ol
Dilute Extracted solution

AR AT TR A A
Analysis was performed by GC/MS
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5.8 (No. ) : CE/2018/24622 p 2 (Date) : 2018/03/01

%%+ - %4448 /Analvtical flow chart - HBCDD

%
[ | = A 13k Fx# [ Supervisor: Troy Chang

B P4 R % [ Technician: Yaling Tu
RIFEF

# % iJZ | Sample pretreatment

|

# & % B~ Sample extraction /
42 4 & 33~ Ultrasonic method

Bk fﬁﬁ/ﬁr% /
Concentrate/Dilute Extracted solution

!
Bk [ Filter
'

FLE AR AT A 7
Analysis was performed by GC/MS

!

#d5 / Data
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1% £ 51428 / Analytical flow chart - Halogen

p 2 (Date) : 2018/03/01

Bl A B M2 [ Technician: Rita Chen

# 4 15k g® [ Supervisor: Troy Chang

G- L A - |
Sample pretreatment/separation

v

LR R R S
Weighting and putting sample in cell

v

W LR [v3 T
Oxygen Bomb Combustion / Absorption

v

AL AT
Dilution to fixed volume

v

B kAT &R AT/
Analysis was performed by IC
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g4 177428 / Analytical flow chart - PFOA/PFOS

1 #% % [ Technician: Yaling Tu
At sk gx e [ Supervisor: Troy Chang

/ Sample pretreatment

I
&

v

(%% = i# Reference method: US EPA 3550C)

REAFZED |
Sample extraction by Ultrasonic extraction

A

v

¥Rk |

Concentrate/Dilute Extracted solution

v

TR A R AT R A TR R
Analysis was performed by LC/MS

v

¥ / Data

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at hit [ 3 N €
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's

findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan /§t i TR gL A £ B TR 265

1+886 (02)2299 3939 {+886 (02)2299 3237 WWW.sgs.tw

T #c(Page):

11 of 13

. Attention is

Member of the SGS Group



SGS

iR 4R 2
Test Report

RFAFELF AP OO AR
VIKING TECH CORPORATION

AT LS T RATR 1 F R TR

NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU HSIEN 303, TAIWAN

575 (No. ) : CE/2018/24622  p # (Date) : 2018/03/01 F #(Page): 12 of 13

T AR R 2 2 > &S = 23 f# o [ These samples were dissolved totally by
pre-conditioning method according to below flow chart.

B P4 R 22 /Technician: JR Wang

B RIEf F 4 ¢ %k fc® [ Supervisor: Troy Chang

A% M ICP-AES 4 4% ijf 1 jn 42 |
(Flow Chart of digestion for the elements analysis performed by ICP-AES)

| T4 - @ % % % /Cutting ~ Preparation |

v
| Bl € £ / Sample Measurement |
v

yp 3 btk g B A N OERE (7)1 (40T £ %751 ) / Acid digestion by
suitable acid depended on different sample material (as below table)
v
— @ik | Filtration —
| | A /Residue |
¥

| 7% [ Solution

s 1) dg 5 pi2 1 Alkali Fusion
2) B pis 2 [ HCl to dissolve
| BRAEETHR T sEHK /ICP-AES |

4 4F 47,5 87 | Steel, copper, aluminum, solder 3ok R R LT &L K/

Aqua regia, HNOs, HCI, HF, H20:
#3 / Glass Ak, 3 & pk /| HNOs/HF
£ 49,4 ,18 3 | Gold, platinum, palladium, ceramic 2 -k /Aqua regia
4 | Silver At [ HNO3
# % | Plastic Fiph, B F ok A, B AL [ HaSOs, H202 HNOs, HCI
H i [ Others beor i F e AL 2 203 3 / Added appropriate

reagent to total digestion
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¥ REYP 4o REHRT 0 REAFERERPIZ &/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo.)

¥k g4 2 & (End of Report) *x
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